
87 
 

 

ABSTRACT 

 An embodiment of the present invention relates to a 

coating composition, a coating film, a laminated coating 

film-attached substrate, or a method for producing the same, 

and the coating composition contains a tertiary amino group-5 

containing acrylic resin (A) and a carboxy group-containing 

resin (B), or contains a tertiary amino group and carboxy 

group-containing acrylic resin (AB), and contains an epoxy 

group-containing silane compound (C) and an epoxy resin (D) 

other than an epoxy group-containing acrylic resin. 10 
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