
Mortar comprising a mixture of a calcium aluminate binder having more than
about 40 % by weight alumina and an aggregate of appropriate grain size
characterised in that said aggregate is a calcium aluminate aggregate
having a grain size lower than 1.4 mm and at least about 35 % by weight of
said mixture presents a grain size smaller than about 100 [err]m ; concrete
composition prepared therefrom and use thereof in a shotcrete wet process
for the rehabilitation by lining/relining of sewerage and drainage systems,
pipes, manholes, and associated structures.    


