
An apparatus for manufacturing a magnetic recording medium is provided.
The apparatus has a plurality of connected film forming chambers; a carrier
for holding a substrate; a mechanism for placing the substrate on the
carrier prior to forming a film; a mechanism for sequentially transferring
the carriers into the connected film forming chambers; and a mechanism for
removing the substrate from the carrier after the film is formed.  The
mechanism for transferring the carrier is a linear motor.  Furthermore, a
method for manufacturing the magnetic recording medium by using such
apparatus is also provided. 


