
A process for producing an anti-blocking agent  master batch, which
comprises melt-kneading 100 parts  by weight of a polyolefin-based resin
and 2 to 100 parts  by weight of polymer fine particles containing 0.10 to
20% by weight of a volatile component as an anti-blocking  agent.    


