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Fig. 9

dry lignocellulosic raw material

- treatment / mixing of powder with

optional a / several additives

(such as water or solvent)

- powder feeding into a vertical tube furnace;
- atomizing the powder and feeding it
- as loose particle stream into
hot zones with inert gas
- collecting carbonized powder particles

optional

grinding / milling to fine powder i

Compounding / Mixing into polymer matrix

Parts manufacturing

Antistatic / electrically conductive plastic parts




