
ABSTRACT OF THE DISCLOSURE (FIG. 1) "MAGNETIC RECORDING MEDIUM AND MAGNETIC
RECORDING/REPRODUCING APPARATUS" An orientation control layer having a
granular  structure is formed between a substrate and magnetic  recording
layer, contains a base material and grains  dispersed in the base material,
and having a thickness smaller than a grain size of the grains.  


