
ABSTRACT  An object of the present invention is to provide a catalyst that
is highly active and has a large mechanical strength. The catalyst of the
present invention contains molybdenum, vanadium, copper and antimony as the
essential components , being produced by using antimony acetate for an
antimony source material and preferably used for producing acrylic acid by
vapor-phase catalytic oxidation of acrolein. 


