
A dispersant which is a phosphate ester of a block copolymer of formula
[err] wherein PES is derived from [err]-caprolactone, m is 5-60, n is 2-30
and the MW of MeO([err])m is greater than the MW of (PES)[err] and use in
aqueous-based paints and printing inks.    


