
A cellulosic feedstock composition including an oil
content of up to 15% of the composition, a cellulose
content of 40-99% of the composition, a hemicellulose
content of 2- 20% of the composition, a lignin content
of less than 15% of the composition, a nitrogen
containing organic compound content of less than 20%
of the composition, a protein containing organic
compound content of less than 20% of the composition,
a mineral content of less than 5% of the composition,
a sand content of less than 5% of the composition, and
a dirt content of less than 25% of the composition. 


