
(57) Abstract: A method for removing corrosive contaminants from a polar
extaction solvent comprises adding water to the solvent to provide a
mixture. Then the mixture is contacted with a basic ion exchanger resin to
remove the corrosive contaminants. The solvent is recovered and may be
reused.    


