
The present invention is directed to ophthalmic devices that are loaded
with therapeutic agent. The devices provide prolonged release of the
therapeutic agent to the eye. The ophthalmic devices are typically formed
of an ophthalmic material that is particularly desirable for the loading of
therapeutic agent and/or the therapeutic agent is typically particularly
desirable for loading to the ophthalmic material. 


