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ABSTRACT  

 

WAFER PROCESSING METHOD 

 

        Disclosed herein is a wafer processing method for 

dividing a wafer into individual device chips along 

division lines.  The wafer processing method includes a 

wafer supporting step of attaching an adhesive tape to 

the front side of the wafer and attaching a peripheral 

portion of the adhesive tape to an annular frame having 

an inside opening for receiving the wafer, thereby 

supporting the wafer through the adhesive tape to the 

annular frame, a back grinding step of grinding the back 

side of the wafer to thereby reduce the thickness of the 

wafer, a cut groove forming step of cutting the back side 

of the wafer along each division line by using a cutting 

blade to thereby form a cut groove having a depth not 

reaching the front side of the wafer, and a dividing step 

of applying a laser beam to the bottom of the cut groove 

from the back side of the wafer along each division line 

to thereby divide the wafer along each division line to 

obtain the individual device chips. 
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