
A release film for label stock comprising a substrate having on at least
one side thereof a coating of a silicone release material, said substrate
being derived from an oriented high crystallinity polypropylene (HCPP)
having intermolecular steroregularity greater than 93% as determined by IR
spectroscopy.    


