
Disclosed is a process for the preparation of polyetherester polyols
prepared with hybrid catalysts, the polyetheresters obtained from the
process and the use of such materials in polyurethane applications. The
hybrid catalysts used in this invention comprise double metal cyanide
complex catalysts (DMC) and at least one co-catalyst. 


