TI TLE OF THE | NVENTI ON POLYCLEFI N RESI N COVPCSI TI ON AND ORI ENTED FI LM
THEREFROM A polyolefin resin conposition conprising (a) 100 parts by

wei ght of a polyolefin resin and (b) 0.05 to 1 part by weight of beads of a
crosslinked polyner conprising (1) 5 t@199% by wei ght of a radically

pol ynmeri zabl e nononer unit represented by the general formula (A):

[err] wherein [err] is hydrogen or a hydrocarbon group having 1 to
5 carbon atons and [err] is a hydrocarbon group having 5 to 30 carbon

atoms, (2) 0 to 94% by weight of a radically polynerizable nononmer unit

ot her than the nmononer unit of the general formula (A), and (3) 1 to 20% by

wei ght of a crosslinkabl e sBEPRRET | i nked pol ynmer beads
having a critical surface tension o BHgyne gﬁ%& | ess.

TITLE OF THE INVENTION
POLYOLEFIN RESIN COMPOSITION AND ORIENTED FILM THEREFROM

A polyolefin resin composition comprising (a) 100 parts
by weight of a polyolefin resin and (b) 0.05 to 1 part by
weight of beads of a crosslinked polymer comprising (1) 5 to

99% by weight of a radically polymerizable monomer unit
represented by the general formula (A):
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wherein R: is hydrogen or a hydrocarbon group having 1 to 5

carbon atoms and R; is a hydrocarbon group having 5 to 30

carbon atoms, (2) 0 to 94% by weight of a radically

polymerizable monomer unit other than the monomer unit of

the general formula (&), and (3) 1 to 20% by weight of a

crosslinkable monomer unit, said crosslinked polymer beads

having a critical surface tension of 40 dyne/cm or less.



