
A printed circuit device used in conjunction with
inductive power and data transmission applications is
formed substantially of ferrite material, with an
inductive coil conductor formed around the substrate
to increase the electromagnetic properties of the coil
for both power and data transmission functions,
thereby eliminating the need for a discrete ferrite
core wire-wound coil to be connected to the circuit
device. 




