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H GHLY DURABLE PORCUS PVDF FI LM METHOD OF PRODUCI NG

THE SAVE, AND WASHI NG METHOD AND FI LTERI NG METHOD

USI NG THE SAME ABSTRACT The present invention

provi des a PVDF porous film which has high water

perneability and high chem cal resistance to washing
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realize with conventional polymer porous filns, and
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and a nmethod of producing the sane and the Iike.

Nanely, the present invention provides a porous film
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i nvent’i on provi or producing a porous
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conponent. Figure

addition, the present invention provides a method for producing a porous film
comprising: producing a porous film having a PVDF resin as a main component
thereof by extruding, from a molding nozzle, a film-forming solution which at least
comprises a hydrophobic polymer component having a PVDF resin as a main
component thereof, a hydrophilic polymer component and a common solvent for both
the hydrophobic and hydrophilic polymer components, and solidifying the film-forming
solution in a solution having water as a main component thereof, wherein
polyethylene glycol having a weight average molecular weight of 20,000 or more but

not more than 150,000 is used as the hydrophilic polymer component.
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