
A glass substrate for information recording mediums is
produced by polishing the surface of a rough glass
plate. The polishing of the rough glass plate has two
steps, namely a primary polishing step for lapping the
surface of the rough glass plate flat and a secondary
polishing step for finely polishing the lapped surface
of the rough glass plate to make it flatter. In the
primary polishing step, a polishing pad composed of a
synthetic resin foam is used and the surface of the
rough glass 



substrate is lapped by sliding the polishing pad
thereon while supplying an abrasive thereto. The
polishing pad is subjected to pad dressing before use
in the primary polishing step. The pad dressing is a
process wherein the polishing pad is slid on a pad
dresser which is provided with abrasive grains for
polishing the surface of the polishing pad.  


