
A method of spin coating in which a coating liquid
having a high viscosity is ejected at a relatively
high rate to spin-coat a base surface while
diminishing or preventing air bubble inclusion in the
coating film being formed. The spin coating method
comprises ejecting a coating fluid from a nozzle tip
to drop the coating fluid on a surface of a base which
is rotating and thereby form an even coating film on
the base surface, and is characterized in that the
distance between the nozzle tip and the base surface
at the time of coating fluid ejection is 2.5 mm or
shorter. 




