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ABSTRACT 

The method for manufacturing a glass substrate for an information 

recording medium includes- cleaning a glass substrate (l); and chemically 

5 strengthening a surface of the glass substrate (l) after cleaning the glass 

substrate (l), and the cleaning of the glass substrate (l) includes cleaning an 

inner circumferential edge surface (4) of the glass substrate (l) such that a 

residual amount of cerium oxide with (p 0.1 pm or more is 3 pieces/mm2 or less. 


