
Methods and apparatus for providing a resistance
variable memory device with agglomeration prevention
and thermal stability. According to one embodiment, a
resistance variable memory device is provided having
at least one tin-chalcogenide layer proximate at least
one chalcogenide glass layer. The invention also
relates to methods of forming such a memory device. 


