
The present invention relates to a method for producing mixtures of
monoolefinic C[err]-manonitriles with non-conjugated C-C- and C=N-bonding
by catalytic hydrocyanuration of a 1,3-butadiene-containing hydrocarbon
mixture, which is characterized in that initially the proportion of those
constituents impairing catalytic hydrocyanuration is reduced in the
hydrocarbon mixture, and the mixture obtained thereby is subsequently
catalytically hydrocyanurated.    


