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ABSTRACT 

A processing method for a glass plate 

includes preparing a protective-layer equipped glass 

plate that includes a glass plate and a protective 

layer containing a resin layer in contact with the 

glass plate; holding the protective-layer equipped 

glass plate by a clamp butted against the protective 

layer; and etching a first main surface of the glass 

plate by irradiating the first main surface with a 

beam-like gas cluster while holding the protective-

layer equipped glass plate by the clamp. 
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