
A peeling condition of an opening mouth portion (6)  can be appropriately
kept in an overlap film (3) which is used  for wrapping an object to be
wrapped, ends of which are  overlapped with each other and sealed, and
which comprises the  opening mouth portion (6) formed by mat print at a
part of the  sealing portion (4), thereby preventing the opening mouth
portion (6) from being hooked unexpectedly by anything so that  it is
peeled out in distribution and so on. A weak bonding  portion (9) in
character form by dot print or non-print is  provided at a part of mat
printed portion of the opening mouth  portion (6).    


