
METHOD OF MANUFACTURING LID COVERS FOR CONTAINERS AND PRODUCT ABSTRACT A
method for, and product of manufacturing vessel lid covers including
electrically conductive pin assemblies for vessel container housings
including pre-plating both the lid covers and pins in a first area and
forming the pre-plated lid covers with their pin assemblies in a second
area with selected portions of the lid covers being freed of plating during
the process to enhance pin assembly fusing and the product formed.    


