
A method for fabricating a plasma display panel, includes steps of
inserting a setting type paste (17a,50) which is a material for forming a
fluorescent material layer (17,117) in spaces of partition walls (11,111)
in a substrate (10,110), by using a screen (31,151) having openings
corresponding to openings of the partition walls (11,111) constituting
spaces serving as discharge cells for holding the fluorescent material
layer (17,117) on the substrate   (10,110)   having   an   electrode
pattern (20,21,22,23,120), curing the setting type paste, removing uncured
portions of the setting type paste, and forming the fluorescent material
layer (17,117) by drying and then baking the setting type paste.    


