
ABSTRACT OF THE DISCLOSURE A method for recycling maskant is provided that
includes the steps of. 1) collecting  used maskant agglomerations, each
agglomeration having a volumetric size; 2) straining the  used maskant
agglomerations with a sieve or other straining device; and 3) blending the
strained maskant agglomerations, wherein the blending is operable to reduce
the volumetric  size of the maskant agglomerations. In some embodiments, the
present method includes a  plurality of blending and straining steps. 


