
Disclosed are titanium-containing precursors and methods of synthesizing
the same. The compounds may be used to deposit titanium, titanium oxide,
strontium-titanium oxide, and barium strontium titanate containing layers
using vapor deposition methods such as chemical vapor deposition or atomic
layer deposition. 


