
Abstract The use of cyclohexane polycarboxylic acid esters for the
preparation. of coating  compositions for the coil coating process
containing at least one paste PVC and at least  one extender PVC and of
coated coils, the coil coating process, which is carried out by using
coating compositions containing cyclohexane polycarboxylic acid esters,
one-sided  or two-sided coated coils with at least one coating composition
containing at least one  cyclohexane polycarboxylic acid ester as well as
three-dimensional formed parts  preparable by the shaping of the said coated
coils. 


