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S100
Mixing 3-6 parts of alkali metal hydroxide with 1-3 parts of glycerol,
and stirring for 5-15 minutes to obtain a first solution.
5200
Y
Adding 1 part of metal oxide and 8-15 parts of water to the first solution,
stirring and heating at 70-80°C for 4-6 hours to obtain a second solution.
3300
Y

Allowing the second solution to stand for 4-6 hours, and taking the
upper clear liquid as the electroplating additive solution
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