
An improved polishing pad for polishing
semi-conductors and other planar substrates in the
presence of a slurry which optionally may contain
abrasive particles is disclosed. The polishing pad
comprises a non-woven fibrous component, a portion
which may optionally comprise bicomponent fibers,
optionally embedded within a polymer matrix component.


