
A composite floor panel includes a concrete floor deck having a side
portion and an edge member secured to the side portion. The edge member is
configured to be positioned in proximity to an adjacent edge member. The
adjacent edge member is coupled to an adjacent concrete floor deck. The
edge member is further configured to have a junction formed between the
edge member and the adjacent edge member to define a channel. The edge
member is further configured to have a binder material placed in the
channel to form a joint between the concrete floor deck and the adjacent
concrete floor deck. 


