
A process and apparatus for manufacturing crumb and
powder rubber. The process and apparatus include a
cooling step (12), effectuated by cooling means,
wherein the temperature or cryogenically cooled
preprocessed rubber particles is controlled. 



The process and apparatus also include a grinding step
(20), effectuated by grinding means, in which degree
of grinding, and thus the product particle size range,
is controlled. 


