
A method is disclosed for replicating (copying) a master hologram into a
photosensitive layer to produce a copy of the hologram in a manner such
that the copy of the hologram is an accurate and true replication of the
master hologram with minimum interface-related defects. A holographic
element containing a master hologram for use in contact copying is also
disclosed.    


