
Polyetherimides are prepared by conventional means from hindered diamines
such as the isomeric methyl-4,6-diethyl-1,3- phenylenediamines and
bis(2-chloro-4-amino-3,5-diethylphenyl)methane are prepared. They have
unusually high glass transition temperatures.    


