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Feeding propylene and optionally first comonomers into a first 100
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Feeding a catalyst mixture into the first reactor — 102
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Contacting the propylene with the catalyst mixture to 104
polymerize
Transferring at least a portion of the first reactor contents to a 106
second reactor
Feeding additional catalyst and optionally second comonomers 108
into the second reactor
Maintaining the second reactor at a second reactor temperature 110
that is below 70 °C
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