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PROCESS FOR FORMING METAL DEPOSIT~O FILM CONTAINING 
ALUMINUM AS MAIN COMPONENT BY OSE OF ALKYL ALUMINUM 

Hn>RIOE 
A process for forming a metal f il• comprises the 

., 
steps ot arranging a substrate in a space for 

torlllation of the film, introducing an alkylaluminum 

s hydride gas and hydrogen gas into the space and 

heating directly the substrate to form a metal film 

comprising aluminum as main component on the surface 

of the substrate. 
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