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 ABSTRACT  

 

 

LUBRICANT COMPOSITION FOR PREVENTING CORROSION AND/OR TRIBO-CORROSION 

OF METAL PARTS IN AN ENGINE  

 

Lubricant composition comprising: 

 - at least one base oil; and 

 - 0.1 to 30 % by weight of an imidazoline compound of formula (A): 

 

 

defined such that: 

 - R1 represents a linear or branched alkyl or alkenyl group comprising 1 to 16 carbon 

atoms, optionally substituted at the end of the chain by a group selected from among 

NH2, OH or SH; and 

 - R2 represents a linear or branched alkyl or alkenyl group comprising 1 to 36 

carbon atoms. 

 

 

 

 

Figure for abstract: None 


