
A high performance double layer capacitor having an electric double layer
formed in the interface between activated carbon and an electrolyte is
disclosed. The high performance double layer capacitor includes a pair of
aluminum impregnated carbon composite electrodes having an evenly
distributed and continuous path of aluminum impregnated within an activated
carbon fiber preform saturated with a high performance electrolytic
solution. The high performance double layer capacitor is capable of
delivering at least 5 Wh/kg of useful energy 



at power ratings of at least 600 W/ka.    


