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(54) Title: AN MRAM CELL REQUIRING LOW SWITCHING FIELD

(57) Abstract: A low switching
field multi-state, multi-layer
magnetic memory cell (10)
including two layers of magnetic
material (23, 24) stacked in parallel,
overlying relationship and separated
by a layer of non-magnetic material
(12) so as to form a portion of a
muiti-layer magnetic memory cell.
The two layers of magnetic material
being formed so that the width is
less than the length and less than
a width of magnetic domain walls
within the two layers of magnetic
material, setting a shape anisotropy
easy axis along the length thereof.
At least one of the two layers
of magnetic material having a
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magnetic anisotropy generally parallel to the width of the layers of magnetic material.



