
A stretch laminate having a first substrate is
adhesively attached to an elastic film. The adhesive
is applied in a continuous manner to the substrate in
a first tack down region which is disposed proximate
to an end of the stretch laminate. The adhesive is
applied as a plurality of adhesive stripes in an
activation region which is interior of the first tack
down region. The adhesive stripes have a width and a
distance between adjacent adhesive stripes. The ratio
of stripe width to distance between the adhesive
stripes is in the range of less than about 1 or
greater than about 0.33. 




