
A photosensitive element adapted for the preparation of colored images is
disclosed. The photosensitive element comprises: a photosolubilizable layer
consisting essentially of an acid-labile polymer and a photosolubilizing
agent; an elastomeric layer; and a support. It can be processed by aqueous
solvents, preferably ordinary tap water.    


