
Method for manufacturing a tube (1) of flexible material comprising a skirt
(3) and a head-piece (10), which involves the steps of providing or
manufacturing in an injection method an assembly (2) consisting of skirt
(3) and attachment (4), where the attachment (4) is arranged at one end of
the skirt (3) and closes totally or partly said end and where the injection
point or points is/are situated in said attachment (4), cutting totally or
partially the attachment (4) and removing the cut part and overmoulding the
head-piece (10) onto any zone of the part of the assembly (2) consisting of
skirt (3) and attachment (4) which remains once the cut part has been
removed. The attachment (4) offers certain advantages, such as an
improvement in the finish of the overmoulded head-piece (10) or, when the
assembly (2) is manufactured, easier extraction of said assembly (2) from
the mould. 


