
The invention provides anisotropically conductive
adhesive compositions, which comprise a mixture of a
multifunctional glycidyl ether epoxy resin, a phenoxy
resin, a core-shell polymer, optionally a
thermoplastic resin, a thermally activated curing
agent, and electrically conductive particles. 


