
A transparent heater panel comprising a transpar- ent substrate, a
transparent conductive layer formed on the transparent substrate,
electrodes formed on the transparent conductive layer and a transparent
protec- tive layer formed on the transparent conductive layer except
portions reserved for the electrodes with the end faces of the transparent
conductive layer corrosion treated with a transparent protective plastic
member or an anticorrosive; and a process for producing the same. The
heater panel has improved durability against pollu- tants, environmental
durability, reliability and light transmission.    


