
The invention relates to a method for identifying the
failure risks of a confinement building, in particular
a confinement building made of concrete for stocking
or storing a product, wherein said method comprises
the following steps: from data concerning the building
and/or the product, determining a planned theoretical
behaviour of the building during the filling phase of
said building with the product 



to be stored; determining a real behaviour of the
building during the filling phase of said building
with said product; and determining the failure risks
by comparing the theoretical and real behaviours. The
method of the invention can also be applied to an
emptying phase of said confinement building. 


