
A novel high performance pressure sensitive adhesive composition is
provided comprised of a phase separated graft copolymer   comprised of a
polymerized acrylic or methacrylic acid ester backbone having grafted
thereon pendant polymeric moieties such as polystyrene   or
poly-alpha-methylstyrene. The average number of carbon atoms present in the
ester portion of the backbone ranges from 2.5 to 3.5. The composition is
non-corrosive and has a low volatile content.    


