
A tamper-indicating radio frequency identification
device (20) made of densified metal powder (12) and to
a sticker including the same device. The present
invention also relates to radio frequency
identification antenna made of densified metal powder
and to a sticker including the same antenna. The
present invention also relates to methods of
indicating that a radio frequency identification
antenna or sticker has been tampered with. 


