
19 - BONDING TOOL wrrH IMPROVED FINISH ABSTRACT A bonding tool includes a
body porLion terminating at a tip portion. The tip portion is fomied from a
material, wherein a grain structure of the material is exposed for at least
a portion of the tip portion.  Fig. 63 


