ABSTRACT OF THE DI SCLOSURE An object of the present
invention is to provide a wap filmwhich, in spite of
cont ai ni ng a pol ypropyl enebased resin, is excellent in
a clinging property, does not require so nuch force to
pull it out froma di spenser box and undergoes a |ess
change in these characteristics depending on a | apse
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resin and 2 to 20 wt. % of (C2) an aliphatic
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film comprising (A) a surface layer containing a first
composition comprising 50 to 80 wt.% of (S1) a crystalline
polypropylene-based resin and 20 to 50 wt.% of (S52) at

least one softener selected from amcrphous or low-
crystalline propylene-c-olefin copolymers and butene-1
polymers, and based on 100 parts by weight of the first
composition, 5 to 15 parts by weight of (S3) a hydrogenated
terpene resin and 10 to 20 parts by weight of (54} an
aliphatic hydrocarbon which is liquid at normal temperature,
and (B) a core layer which is adjacent to the surface layer
and contains 80 to 98 wt.% of (Cl) a crystalline
polypropylene-based resin and 2 to 20 wt.% of (C2) an

aliphatic hydrocarbon which is liquid at normal temperature.
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